Art. 503 AIRPREN SKY

Data 09/09/2014 PU PROFILO LISCIO + FILM FINTA PELLE PVC
Test Report
/ MISURA DEL COEFFICIENTE DI ASSORBIMENTO ACUSTICO () \
MEASUREMENT OF SOUND ABSORPTION COEFFICIENT 1)

_Art. 503 Airpren Sky
Poliuretano espanso AU/F1 ds 25 Kg con profilo liscio rivestita con Film di finta pelle in PVC
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Polyurethane resin AU/F1 ds 25 Kg with a smooth profiling coated with a canvassed perforated PVC false skin
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